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LA MAISON NORDIQUE FOODSTUFF TRADING LLC 
AL QUOZ INDUSTRIAL AREA 1 
WAREHOUSE NO 5, SHED NO 24 
DUBAI, UAE 
 
The following samples were submitted and identified on behalf of the client as: 
 
FL 15, FL 25 
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SGS Case No. : HKHL150800024620 
SGS ID : 22366 22365 
Manufacturer : SKY LLC 3-27-8 YAZAIKE, ADACHI KU, TOKYO, JAPAN 123-0863 
Supplier or Imports Company 
Name 

: PACIFIC ALLIANCE INTERNATIONAL MARKETING LTD. VICTORIA 
BC CANADA – WORLDWIDE EXCLUSIVE RIGHTS FOR FRYLOW 

Type of Material : CERAMIC 
Country of Origin  : JAPAN 
Item Code or Article No. or 
Barcode Numbers 

: FL-25 AND FL-15 

Sample Receiving Date : AUG 04, 2015 
Test Performing Date : AUG 04 - 11, 2015 
 

Test Requested : Please refer to the result summary. 

   

Test Method & Results : Please refer to next page(s). 

   

Result Summary :  

  Test Requested Conclusion  

  Japan Ministry of Health and Welfare Notice No. 
370 and its amendments Part III Section D for the 
compliance of the provisions of paragraph 1 of 
Article 7 and Article 10 of Japan Food Sanitation 
Law (Law No. 233). 

PASS 

  1) Glass, Ceramic or Enamel ware –  
 Extractable Lead and Cadmium 

PASS 

 
 
Signed for and on behalf of 
SGS Hong Kong Ltd. 

 
 . 
Che Wai Leuk, Jerry 
Technical Manager 
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Component List : 
 

Style / 
Item No. 

Part No.  Sample 
I.D. 

Part Name Color Material 

/ / A Ceramic (Board) Black Ceramic 

 
 
Test Results : 
 
Japan Ministry of Health and Welfare Notice No. 370 and its amendments Part III Section D for the 
compliance of the provisions of paragraph 1 of Article 7 and Article 10 of Japan Food Sanitation Law 
(Law No. 233) 
 
Method : With reference to Section III of Japan Ministry of Health and Welfare Notice No. 370 and its 

amendments. 
 
1) Glass, Ceramic or Enamel ware – Extractable Lead and Cadmium 
 
For Ceramic Flatware: 
 

A 
Test Item 

Trial 1 Trial 2 Trial 3 Trial 4 

Reporting 
Limit 

Flatware 
Limit 

Released Lead (µg/cm
2
) ND ND ND ND 0.1 8 

Released Cadmium (µg/cm
2
) ND ND ND ND 0.01 0.7 

Volume of 4% Acetic acid used (mL) 100 100 100 100 -- -- 

Surface Area (cm
2
) 61 61 61 61 -- -- 

Comment PASS -- -- 

 
 
Note : 1. µg/cm

2
 = microgram per square centimeter 

  2. µg/mL = microgram per millilitre 
3. ND = Not Detected 

 
Remark  : 1. Ceramic Flatware − Ceramic ware that cannot be filled with liquid or whose depth is less than 2.5 

cm when filled with liquid. 
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*** End of Report *** 
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